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BETWEEN THEORETICAL AND OBSERVED

BEHAVIOR OF CYCLICALLY LOADED PJUiRINGS

By R. W. Dayton,“E. M. Simons, and F. A. Fend

suMiARY

Discrepancies between theory and the experimental behavior of a
cyclically loaded shaft rotating in a sleeve be~ing are analyzed. For
constant loads rotating at one-half.the ,frequency of shaft rotation,
eccentricity ratios were found to be unity when.kerosene was used to
lubricate the test bearing: ~is agrees with theoretical predictions. .
However, when SAE 10 oil was used, the eccentricity ratios were reduced.
Under the latter conditions, the eccentricity ratio decreased as the
shaft speed increased. Refinements of.the.test conditions resulted in
observed eccentricity ratios which were closer to the theoretically”
predicted value of unity. ‘ . .

111’production. ~

,-
●

In reference 1 the effects of various lo&ng conditions on the
movements of a shaft rotating in a sleeve bearing were descrikd. In
the tiin, theoretical predictions were verified by this work. Under

, steady loads, both the predicted eccentricity ratios.and the expected
rupture of the oil film were observed. For rotatti’gor alternating
loads, measurements were made of tb variation of eccentricity ratio”
with respect to

/
Np Nj). the ratio.of load speed to shaft speed. As

predicted by theory,
/

h-the vicinity of Np Nj = 1/2, the eccentricity

‘

ratio rose sharply. However, it failed to ;each thq theoretical value
of unity at the crest.

This observation aroused considerable interest and another investi-
gation was authorized to examine.the causes”for the discrepancy. The .,
eccentricity measurements at a orie-halffrequqncy ratio were repeated -
at extremely low SOmmerfeld numbers. -Even in this range, they were
found to agree with theory only at the lowest speeds used. At higher .
shaft speeds, the observed eccentricity ratios decreased with increasing
speed. .’

..
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2 NACA TN 254!5

The objective of -thepresent investigation was the completion of
the study of the causes of’this unexpected behavior. It was ~cided to .

eyaluate the effects of the various deviations from ideal test conditions
and, wherever possible, to eliminate them. This approach was designed
to determtie how the various factors Influenced the behavior of the
bearing.

This work was conducted at the Battelle Memorial Institute under .
the sponsorship and with the financial assistance of the National
Advisory Committee for Aeronautics.

SYMBOIS

The symbols used in the discussions throughout the text are defined
as follows:

c radial clearance, or difference h
journal

e distance between center of jou&al
called eccentricity

r radius of journal or of bearing

w sxial width of bearing

“F ‘. external load applied to bearing

radii of bearing and

and center of bearing,

I’Jj “ average rotational frequency of journal in revolutions per
unit time

% “mit the
&erage rotational frequency of load in revolutions per

P load per unit projected”~ea of bearing (/ )F 2rw

s Sommerfeld number
.

~ eccentricity ratio

v absolute viacosity

(() );2 Wj
c -T

()e/c
.,

of lubricant
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APPARATUS “

Capacitive Micrometer

3

A capacitive micrometer is used to reveal the instantaneous position
of the shafi center and, thereby, the condition of the,lubrication. In
this device, the position of the oscilloscope spot represents the loca-
tion of the center of the test shaft. Movements of the shaft in the
bearing are reproduced, greatly magnified, by motions of the spot on the
screen of the oscilloscope. By respondtig to variations in the small
air gaps between the steel shaft and the fixed reference probes, the
micrometer measures shaft position without mechanically contacting the
s~ft or being influenced by minor surface’irregularities.

At the beginning of this phase of the work, it was found that the
micrometer was not functioning properly.” In the course of the work on
the micrometer, the simplified circuit shown in figure 1 was built.
While retaining the advantages of the former circuit, the modified
micrometer was found to have improved stability and ease of operation
and was, therefore, used in further experiments.

.

Inasmuch as a variation of the micrometer-response with frequency
would be particularly misleading in the present work, the micrometer
was designed to have a constant response for all frequencies below

. 50,000 cycles per second. Its frequency response was check-d by several
testsl and was found’to be constant for all frequencies less than
1000 cycles per second, which was the maximum tested. Since the maximum
speed of the test shaft was no more than 20 cycles per second, it is
doubtful whether the movements of the shaft center could have frequency
components in excess of
eter was judged to have

The testtigmachine

1000 cycles per second. Therefore, the microm-
adequate,frequency response.

Bearing-Testing Machine

used on this project was that constructed for
previous studies at Battelle and is completely described in reference 1.

be such test consisted of rotating a brass bar so that its tip
passed the micrometer probe. Sensing this approach in the same manner
that it detectw the approach of the test.shaft, the micrometer produces
a pip on the oscilloscope screen. Varying the speed of rotation of this

. brass bar from 5000 rpm down to rest produced no change in the response,
of the micrometer, as judged by the height of the pip. Considering the
period during which the bar is h front of the probe, the response of the

.! micrometer can he shown to be constant for frequencies below 1000 cps. .

...-. -—__— .. —.. — — .—— — —u ——— .
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The machine uses a steel shaft, 4 inches in diameter, which is .
supported between a steel-backed, silver-plated test beartig and a non- .

whirling, pivoted-shoe support bearing. The diame*ral clearance is
approximately 0.004 inch. The”loading mechanism can provide a steady
load, a unidirectional si+usoidal load, a rotating constant load, or
combinations thereof. Iaad ma~itudes can be varied from O to 55 pounds
per square inch of projected area. The shaft speed can be varied over
a range by titerchangfigpulleys. The ratio of the frequency of load
application to shaft speed can be,varied over a wide range by the use
of change gear=.

As a part of this study, a number of modifications were made in
the testing
behavior of

machine. .’Thesechanges, together with their effects on the
the bearing, are described in a later section.

TEST PROXZXJRE

This work involves the determination of the influence of various
factors on eccentricity ratio. The accuracy of measurements of eccen-
‘tricity ratios depends upon the method by which a clearance orbit is
obt@ne d. The cleicmnce orbit is the path followed by the center of the
shaft as it moves around its maximum orbit, rubbing directly on the
surface of the bearing. Except in cases in which the bearings.are mis- ~
alined, this orbit will be a circle. ‘ .

To obtain clearance orbits on the oscilloscope screen, a 100- or
200-pound load was applied through the rotating-load mechanism which
was turned slowly by hand. Frequent pauses were made to permit the
applied load to squeeze out whatever oil film might.have been built up.
The clearance orbit shown in figure 2 illustrates the result of this
procedure. It will be observed that at none of the pauses (photographi-
cally represented by a thickening of the trace) does the shaft center
move outward. Such an outward movement would indicate that an oil film
had built up and was being squkezed out while the shaft was stationary.
This did not occur, even when the pauses were as long as 30 seconds. In
addition, loads up to 350 pounds have been used to test the consistency
of the results. ‘Under all of the conditions, the clesrance orbits have
been substantially the same. Thus, it seems likely that only a’very thin
boundary layer of oil, if any, can be present under these circumstances.

The orbits are recorded photographically and, for measurement, are
projected on a screen, giving a greatly magnified image. Comparison of

1

, ,
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the orbit diameter with the diameter of the clearance orbit yields
eccentricity ratio. The accuracy.by which this can be obtained,is
believed to be within +4 percent.

5

the

Oil temperatures are measumd by a thermocouple which is inserted
in a hole bored in the housing and spot-welded to the back of the test

,beartig. While it is realized that the temperatures so obtained will
be below the temperature of’the oil filui,it is believed that the error
is not large. The slope of *he graph of-eccentricity ratio against
Sommerfeld number is generally quite low, so that a considerable error
in the viscosity value would have little effect on the curve.

COMPARISON OF TEST CONDITIONS WITH CONDITIONS @XJMED BY THEORY

In the mathematical treatments (references2 to 7) of the load-
carrying capacity of a cyclically loaded journal bearing, a number of
simplifying assumptions are “commonlymade. Reynoldst eqtition, which
is the starting point of most of these discussions,

(1) Ne~on’s definition of viscosity holds for
is, the shear stress is proportional to the rate of

(2)

(3)

(4)

(5)

(6)

(7)

assumes the following:

the lubricant; that
shear

Only laminar flow is,present

Effects of curvature may be neglected

No slippage occurs at the boundaries of the lubricating film

The

The

The
directidn

(8) The
thickness of

lubricant is incompressible ..

inertia &d ~avitational terms are negligible

tangential velocity of the oil wiries only in the

velocity of the Iubricant
the oil film

(9) mere is no axial flow ii the
..

has no component across

lubricating-oil film

radial

the
.

(10) The oil film has a uniform density and viscosity throughout
its entire volume (i.e., it contains no air bubbles or variatio~ tiing
to temperature or pressure changes)

.,
.

.
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In
in

the application of
a“journal

(11) The

(1.2) The
load

(13) The”

bearing,
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Reynol&r work to describe the behavior of a shaft
the addition&l assumptions commonly“madeare:

shaft is driven by a

only force acting on

lubricating-oil film

constant torque

the shaft is the intentionally

is continuous

The testing machine used in this work can, “like
apparatus, only appro-te these ideal conditions.
~the following possible sources of deviation from the
assumptions: ,.

applied

any expertiental
Figuxe 3 illustrates
above theoretical

Additional mechanical loads hnposed on the test shaft:

(i)

(2)

(3)

(4)

(5)

(6)

(7)

(8)

(9)

(lo)

Static loads introduced by the mfialinement of the test-
bearing housing with respect to the support-bearinghousing

Dynsmic loads imposed by relative,motions of the two housingq

Extraneous loads introduced through the load@ bearings

Loads introduced through the dyive coupling

Uad titroduced by pull of the chain driving the cam shaft

Nonuniform rotation of the test -shaft

Iaads imposed by incorrect balancing of the weight of the test .
shaft by the compensating spring

Centrifugal forces caused by the whirling of the test shaft

Gyroscopic forces on the test shaft

Stiffening effect of the pivoted-pad support bearing

Hydrodynamic effects:

(11)

(12)

(13)

Air bubbles in oil film

Effeet of side leakage of lubricating film

Turbulence in the oil film

——. —.–.
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(14) Rupture of lubricating-oil film

(15) Variatioriof viscosity caused by pressure ~ferences with@
the ~ubrfcating film .-

.“

Temperature effects:

(16)

.(17)

(18)

Variation of the clearance;spacewith

Dimensional changes of’themicrometer
ture changes

temperature changes ,

probes caused by tempera-

Variations in the viscosity of the lubricating film caused by
temperature variations . .

EFFECT OF NONIDEML TEST CONDITIONS ON LOAD-

CARRYING CtiACITY OF TEST EEARING ;

As measured by eccentricityy ratio, the’load-cartig capacity will
be affected to a ~eater or lesser extent by each of the deviations’
discussed in the previous section. ‘Inorder to gage their importance,
each has been examined by experimental or theoretical means wherever
possible. Most of “thesedeviations have been accounted for either by
modifying the test machine or %y showing them to be negligible. Those
that were not amenable to a quantitative ~al~ iS have been e=~ed .
qualitati=ly.

Changes Made h the Test Machine

A number of modifications were made h the test apparatus in order
either to eliminate tlieextraneous effeets or to evaluate their tiportance.
In each case where a measurable difference was found,,the elimination
of the extraneow forces tiproved the fit of the experhental results
with theory. ‘Sincethe effects of these changes are interesting in their
own right, they will be reported here.

The misallnement of the test @aring with respect to the support
bearing was varied by.means of the tulnbuckles, visible in fi@re 4.
These force the bearing housings either together or apart at their upper
en-ds,so that they deflect as cantilevers about their support at the
machine bed. Since these two hearings were originally precision-bored “

.
in place, this is the only action necessary-to restore alinement. As

.
-.-— ..-. . .—— — —— ..—. ..—. —— ___—. —-—.— —..—---
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the &arings are forced severely out of alinement, the geometry reduces
the clearance space available to t4e shaft in the horizontal direction,
and, to a much geater degree, in the vertical direction. This action
is clearly demonstrated by the football-shaped clearance orbit shown
in figure 5(a), for a highly misalined condition. When the shaft is
rotated in a clearance space of this shape, the size of its orbit is
reduced,and the eccentricity ratio in the vertical direction is
increaaed. Since the journal-centerpath tehfi,to remafi circular under
a constant rotating load, the eccentricity ratio in the horizontal direc-
tion decreases in this process. These effects are evident, in fig-
ure 5(a), from the-small separation between the spindle orbit and the
clearance orbit in the vertical direction and the large separation in
the horizontal-direction. Yhen the alinement is improved, as in fig-
ure 5(b), the clearance orbit becomes more’circular, and.the spindle-
center path is concentric with it.

The above effects are shown graphically in figure 6. Here, the
alinement of the bearing housings is represented by the readings on the
dial indicators illustrated in the photo~aph of the test apparatus,
figure 4. These readiqp indicate the ‘Misplacementsof the bearing
houstigs with res~ct to.each other. The zero setting indicates the
normal position, in which no force is applied by the turnbuckles.

.

The foregoing discussion expla~ the decrease in vertical eccen-
tricity ratios as the alinement is tiproved. It does not explain the
crest near the center of the curve for the vertical eccentricity ratio
in figure 6. As mentioned in a previous report (reference 1), this may
be traced to centering forces resulting from small misalinernents.

Consider a shaft which is misalined with respect to the bearing
“axis. At one point, the shaft center will be closest to the center of
the bearing. Elsewhere, the shaft will be more eccentric, and at each .
such point it will experience an extra force caused by additional ,
pressures’developedin the lubricating-oil film. Since these forces
will always act inward, there will be a net centering force, which will
prevent the shaft from rubbing on the >aring. As the alinement is
improved, the net centering force is correspondingly decreased, per-
mitting the eccentricity ratio t“oincre~e. Thus, ,exactalinement would
“bejudged by the maximum >oint on the central hump in the upper curve
of fi~ 6. Another criterion for perfect alinement stems from symmetry
considerations. The eccentricity rqtios along the major and the minor
axes should become equal when the bearings are in alinement.2 As may be
seen in figure 6, the results of the two methods for judging the point

?!?4’ispoint iS taken to be at a di~tilacementof 0.002 inch (fig. 6).
The curves in figure 6 were obtained from expertiental curves for orbit
dismeter and clearance-circle diameter. They are not considered to be
sufficiently accurate for their crossing-over to be significant.

. .
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at which the ,hearingsare in line do not agree exactly.
points are close together and cofiespond to practically
tricity ratio, the discrepancy is not significant. .-.

9

.Since these
the same eccen-

Thus far, only the effects of the static mi.saltiementof the bearing
housings have been discussed. While m@ng the aboye measurements, a
small oscillation of the housings along the spindle axis was discovered.
This was related by frequency and smplitude to the rotating load. It
was reduced by improving the alinernenttitweeh the drive shaft and the
test shaft, thereby reducing the loading of-the test spti,dlet~ough
the drive coupling. More recently, this oscillation was re~uced still
further by unfastening the sheet-metal cover plate beween the holwing
of’the test bearing and the loading-bearinghousing. Consequently, the
dynsmic deflections of we loading-bearing hous@g were not so ~eadily
transmitted to the housing of the test beartig. + a result, the wpl.i-
tude of the oscillation, as measured by the dial indicators, was further
reduced from 0.0005 inc~ to less than 0.0001 inch with the same rotating
load. Accompanying this change, the eccentricity ratio increased
from 0.87 to 0.90 when the test s~ft was rotating at 500 rpm and an
18.&pound-per-square-inch rotating load was applied at half the shaft
speeds.

Since it was thus shown that results in closer a~eement with theory
could be obtained by eliminating extraneous loads on the test shaft,
further changes were made in the test apparatus. As shom,in figure 4,
they are:

(1)

(2)

(3)

(4)

(5)

(6)

Rubber coupling replaced by universal joints

Ges+s driving the cam shaft moved to,drive-shaft housing

Motor removed from frsme and”remounte~ on se&rate stand

Nylon bear@& in loading mech&ism replaced by babbitt and
bronze bearings

..

Screws removed from cover plate

I!ear@s replaced in loading-housing -

These changes completely eliminated sny loads yroduced bynonunifomn
rotation of the test shaft or the pull’of the camsh&ft chain. Extraneous
loads titroduced through the loading b“earti~-or through the drive
coupling were reduced Huwever, some effect-no doubt remains ad would
contribute to the Teductio:”of eccentric~ty”ratios at-the higher shaft
speeds’. The “chan&”of the eccentricityra~io, ~, tidicated by the two

,,. .: : L --- - . . .

.. . . .—— —-
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upper curves of figure 7, is quite l&ge and is in the direction of
improved agreemeritwith theory. These tests were run with an 18.8-pound- -
per-square-inch rotating load for shaft speeds as high as 85o rpn.

Deviations Found to be Negligible

A number of the discrepancies listed previously were found, either
by theory or experiment, to have a negligible”effect on the load-carrying
capacity: These will be discussed briefly.

In the original construction of the test a&arat~, the drive shaft
and the test shaft were ?xrefully alined. As time elapsed, misalinement
developed which ticreased the oscilktion of the bearing housings with
respect to each other. Misalinements were intentionally introduced,
so that the center line of the drive shaft-was .0.010,0.060, and,
finally, O.110 inch above the center line of the test shaft. The lord
bonded-rubber coupling could acccmnnodatesuch misaltiements, but, ti so
doing, it imposed a downward pull on the test shaft. These tests were
run with an 18.8-pound-per-square-inchrotating load and spee~ ranging
from 250 to 1000 rpm. SAE 10 oil at a pressure of kO pounds per square
inch was used to lubricate the test bearing. No measurable change was
observed in the eccentricity ratios for the first two misaltiementsy
while, with the largest, a &crease of approxhtely 5 percent was
observed. Since a misalinement of 0.110 inch between the drive shaft
and the test shaft is much laTger than that which could be unintentionally
present, it is not believed that @y error owing to this cause could be
significant.

A mechanism has-been provided for removing the weight of the test
shaft from the test bearing. If the shaft weight were not correctly
counterbalanced by this device, a additional steady load wo~d be @tro-
duced. To test the effect’of this error, a constant 6.2-pound-per-
square-inch, unidirectional load was superimposed on an 18.8-pound-per-
square-tich rotating load. Neither the shape nor the size of the orbit
was affected, whether the add+tiond load was applied uw~dy d~w~d)
or omitted altogether. Since the adjustment of the compensating load
is accurate to approximately 1/2 pound per square inch, this source of
error need not be considered further.

Simple calculations showed that the maximum centrifugal and ~o-
scopic forces on the testing-machtie spindle are negligible.

The effect of possible a~bubbles in the oil film was studied by
replacing the pressum+feed system by @vity feed. Although the lubri-
cating oil undoubtedly contained considerable dissolved air, no bubbles

— ——-—— —. . .—— ———._. .—— — .-. ——-
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were detected. With a rotating load of 18.8 pounds per square inch and
a shaft speed of 850 rpm, no variation in eccentricity ratio was observed
when the oil-feed pressure was varied between atmospheric and 50 pounti
per square inch gage. Therefore, it is not believed that the lubri-
cation system of this apparatus introduces air bubbles into the oil film
to any great degree. Huwever, it should be remembered that, without
special precautions, the lubricating oil will contain dissolved air,
and frothing is to be expected h the region of negative Tressures.

Instability, accompanying turbulence in the oil film, has been
e~ined as a possible source of unpredicted behavior. Using the trite- “
rion suggested by Wilcock (reference 8), it was found that turbulent
flow would not occur in the test bearing even with the’highest speeds
and lowest viscosities used.

To stiplify the analysis, side leakage, or axial flow of the lubri-
cant, is commonly assmed to be negligible. ~ practice, however, axial
flow is inevitable. In the test bearing, oil enters from two circum- -
ferential grooves, EO that at each end of the test portion of the bearin&
the oiI pressure is unifom around the periphery. On the other hand, . “
at the center of the test region, the oil pressure varies around the
circumference from a maximum positive value to a maximum negative value.
Therefore, there must always be variable axial pressure gradients ti
the oil film. Thus, the assumption that there is no oil flow along the
axis of the bearing can never be fully satisfied.

The influence of such side leakage can be appraised by an experiment.
Cutting off the feed pressure in one of the circumferential grooves ..
causes a variation in axial pressure fgadients and, consequently, in
the amount of’end flow. Any resulting chan~ in the eccentricity ratio
can be observed. A test was run under an 18.&pound-per-square-inch
load rotating at 425 rpm, with the test shaft running at 850 rpm. No
change was observed in the eccentricity ratios, whether the oil pressures ‘‘
ih the left and right 900VW, resPectivelY~ were 4-0-40)’40-% ~4°~
or O-O pounds per square inch gage. This strongly suggests that side
leakage has little fifluence on eccentricity ratios.

Temperature differences between the shaft and the test bearing or
between the micrometer probes and the bearing will introduce errors
resulting from unequal expansions. First, consider the variation in
clearance between the shaft and the bearing: The spindle”was made of
heat-treated NE 8749 steel, while the steel-bacled bearing was pressed
into a cast-iron housing. During operation of the machtie, the tempera-
ture of the test bearing frequently rises by 10° F or more. If both the
shaft and bearing temperatures ticrease by thti amount, the corresponding.
change in the clearance space would result in an error in eccentri’~ity

. .,

.
. .

..
. .

.,
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ratio of about 0.01. On the other hand, a 3° F temperature difference
between the shaf% amd the bearing would throw the measured eccentricity
ratio off by about 0.03. Thus, a k-percent possible error owing to
temperature changes is entirely possible. However, this source of error
has little correlation with the speed at which the test shaft rotates.
Therefore, it is incapable of causing an effect which is so markedly
dependent on shaft speed as that which has been observed.

Similar thermal expansions of the micrometer probes will cause
similar errors. However, here again, the effect would not be speed-
sensitive and is thus “incapableof explatiing the main experimental
discrepancies.

Deviations Studied Qualitatively

Since the remafi~g deviations are not amenable to a quantitative
analysis, they will be discussed in a qualitativemanner.

A pivoted-pad beartig was installed as a support bearing in order
to eliminate the whirling of the test s4aft at the support end. While
effective for this purpose, it has been recognized that damping forces
may be introduced in this relatively stiff bearing Although this effect

. is minimized by the rather large distance between the support- and the
test-bearing housings (25 h.), some effect might well remain. While

the magnitude of this effect is n@ lmown, it is important to notice
that its result will be to reduce the observed eccentricity ratios,
thus correspondtig to the discrepancies that were found. Furthermore,
in agreement with experimental resflts, this effect wo~d ~crease with
increased speed.

Extraneous loads on the test shaft have been discovered both at
the drive coupltig and at the loading bearings. Reduction or elimination
of these loads resulted .inticreased eccentricity J-’at,ioswhen a rotating
load was applied at half the shaft speed. Here again, the effect of
these loads would be greater at higher shaft speeds, which agreed with
the observed results.

The effect of the final discrepancy is in opposition to what is
found by experiment. The theoretical derivation assumes &n unbroken
oil film about the entire journal. Customary values of the applied load
and the’oil-feed pressure are 18.8 pounds per square inch and 40 pounds
per square inch gage, respectively. Consequently, there is a good possi-
bility that oil pressures on the unloaded side of the bearing tend to
become negative, with subsequent rupture of the oil fi~. ~ti effect
would counteract those previously mentioned,.forcing the shaft center
to describe lsrger than normal orbits.

_ __— _——— —— _——— -. —.—-.:.. . -—
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- EFFECT OF VARYING TEST!CONDITIONS

,.

.

Thus far, this report
one-half the shaft speed.

has dealt with a const& lo~d rotating at
The Sommerfeld number has been varied by

increasing the speed of the test shaft. Using other combinations of
test conditions, the problem can be eXamined by different approaches.
In this section, tests under conditions other than the above will be
discussed. ‘

/
Variation of N N Ratio

P3

Figure 8 shows the effect of the hprovements made & the testing
machine on-the eccentricity ratios, for rotating loads at various frequen-
cies. Both before and after the mo~fications, the eccentricity ratio
displayed a sharp peak in the vicinity of Np/Nj = 1/2. However, when
the misalinements and vibrations were reduced by improvements in the
machine, this peak came much closer to the theoretical value of 1.0, as
is apparent in figure 8.

At first thought, it appears peculiar that improving the alinement
of the testing machine resulted in poorer bearing performance (ficreased
eccentricity ratio). However, figure 8 reveals that this was true only
when the load was applied at or near one-half the shaft speed. For values

‘f” NP/%
less than about 0.45 tid greater than about 0.55, the well-

alined bearing performed better (had lower eccentricity ratios) than the
misalined one. The reason for the anomalous behavior’in the victiity

/
of Np Nj = 1/2 has been discussed previously. It is stiply that, theo-

retically, no load can be supported by the oil film when
/

Np Iij= l/2,

and improving the ali.nementresults in operating conditions which more
nearly appro-te those assumed by the theory. Furthermore, it has
been shown qualitatively that small misalinements can cause centerfig
forces, which prevent the eccentricity ratio from reaching unity.

The tiset of figure 8 shows that, after the modifications were made,
the frequency ratio at which the maximum eccentricity ratio was reached
was about 0.496. During a previous study (reference 1), it was found
that the natural frequency of rotation of the journal center in its orbit
under no load was also slightly less than one-half the shaft speed. It
seems logical that the maxtium eccentricity ratio would occur at the
natural ~hirltig frequency of the shaft. -

the

Since the values of Np/Nj in this testing

available change gears, it was “unlikelythat

machine were fixed by

the peak eccentricity

—.- ..—. — .-_. .— _ . .. . . ..———. ———. .Z -. . ..-— ——-—— .— —-— .-
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ratio could be observed directly. To remedy this,the cams”haftwas
disconnected and an independent, variable”speed motor was used to drive
the rotating-load mechanism. & the frequency ratio was changed through
a range near the 1/2 ratio, the oscilloscope trace was recorded photo-
graphically. One photograph so obtained is shown in figure 9. No
significantly larger eccentricity ratios were obtained by this procedure
than had been-observed previously.

.

Use of Alternating Iaad Instead of Rotattig Load “

A sinusoidally alternating load at one-half the shaft frequenty was
tried in place of the previously studied rotat~g load. The magnitude
of the load was ~. 2 pounds per square tich of prosected area, and
kerosene was used to lubricate the test bearing. As with rotattig loads,
the eccentricity ratios were found to be much higher than those obtained
before modification of the test apparatus. Stice the results were analo-
gob to those observed with rotating loads, this t~ of loading-was not
used further.

Variation”of Load Ma@itude

With SAE 10 oil in the test bearing, eccentricities were measured
under a nwnber of rotating loads at the same shaft speed. The ratio of
load speed to shaft speed was 1/2. Figure 10 shows the eccentricity .
ratios so obtained, h comparison with those obtained previously. The
increase in eccentricity values after modification of the test apparatus
was well marked. There also may be noticed a marked decrease in the
change in eccentricity ratio accompanying changes in shaft speed.

This decrease may be interpreted in two ways. First, it may be
taken to indicate that”eccentricity ratios of unity are approached
asymptotically. That is, greater and greater improvements in the test
conditions tie necessary to increase the eccentricity ratio by equal
increments. Secondly, it shows that the Importance of variation h
speed has dtiinished si~ificantly. The old data show,no correlation
between eccentricity ratio and Sommerfeld nmnber. It is apparent from
the lower curves of.figure 10 that, before the machine was improved,
doubling the speed did not have the same effect on q as halving the
load. On the other hand, with the revised tichine, this correlation is
much better, hdicattig that Perhaps Somerfeld n~ber. is a valid
parameter.

. .

__— ———._. —. .—— .—. ._. ——. _ .- —-..- —-
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- Variation of Lubric&t in Test Bearing

Figure 7 includes eccentricity measurements made’both
and with.SAE 10 oil as the lubricant. As indicated above,

15

with kerosene
previous

results did not yield a single curve of q against S when different
lubricants were med. “This is apparent from”the radically different
slopes of the curves in.figure 6 for kerosene and SAE 10 oil, before
modification of the test apparatus. However, as the machine was further
and further @rovedj the altiement of the.kerosene points and SAE 10
points was also improved. Thiswould suggest, then, that the failure
of measured,eccentricity ratios under cyclic loads to correlate with
SOmmerfeld number was caused by the nonideal test conditions.

. .

ANALYSIS AND DISCUSSION,.

The results of this work can be viewed in two ways; First, they -
may be seen as an analysis of the behavior of an idealized bearing;
secondly, they provide information on the behavior of a bearing under
practical conditions. .

A complete analysis of the test conditions was made h order to
compale them with the conditions &ssumed by theory. The majority of
the discrepancies have been accounted for by eliminating th&m in the

‘ test apparatus or by showing them to be negli ble. As a result, the

Tobserved eccentricity ratios, with N Nj = 1 2, have approached the
P/ -

theoretically predicted value of unity more closely than before.. However,
some nonideal conditions still remain. For example, the low-pressure
region of the.oil film may rupture under sufficiently high cyclic loads;
yet, no account is taken of this phenomenon in t~e theory. Also, there
remains the possibility that the pivoted-pad support bearing exerts
sufficient stiffentig or dsmping to prevent the shaft f%ti rubbtig”on
the test bearing when the theory says it should.

Practical @arings are subject to deviations from ideal conditions
even more than is the precision-built testing machine.‘ Therefore, this
‘study suggests what might be expected when commercial bearings sre
operated und&r cyclic loads at or near one-half the shaft speed.

Minor vibrations or qmall static misaltiements which cause the sxiE
of the bearing to be misalined with respect to the axis of the shaft
are not harmful. In fact, ~f the angle titween the two axes is of the
order of 0.0004-radian or less, the eccentricity ratio may even be
slightly reduced. Superimposed steady loads, of the order of 10 or
20 percent of the maguitude of”the cyclic load, apparently have no
appreciable effects.

.-—-——-- . . ..— —. — .-.—— -—.—. - .---— —- . . .—— .. . .. —
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CONCLUDING REMARKS

The general conclusion-is that the theoretical prediction of zero
oil-film thickness in bearings under cyczic loads, applied at one-half
the shaf% speed, is perfectly valid under ideal conditions. The failure
of the experimental results to agree exactly with theory is believed to
be caused stiply by the failure of the te.sttigconditions to correspond

.
exactly with those assmed in the theory,”

Battelle Memorial Instit’ute
Colabus, Ohio, December 21, 1~0
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Figure 2.- l?ypical.clearanceorbit. I13tson trace represent pauses in
motion. X74Q.
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Figure 4.- WUfication of bearing-teti~ mchine.
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(a) Orbits obtained under extreme misalinement of bearing housings.
Dial-gage reading, -0.015 inch.

(3) Orbits o%tained under almost perfect alinement of bearing housings.
Dial-gage readhg, 0.002 inch.

Figure p.- lRffect of misalinement of besring housings. Path of shaft
center mqerlmposed on clearance orbit; shaft rotating at 850 r-pm;
load of 18.8 pounds yer square inch rotatjn.gat one-half shaft
speed; test bearing lubricated with SAE 10 oil at @ pounds per
square inch. X’n’o.
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Figure 9.- Trace obtained with a shaft speed of 850 r-p. Speed of load
varied over a range above and below the speed one-ha that of shaft;
SAE 10 oil used as lubricant at ~ pounds per square inch; rotating
load, 18.8 pounds per square inch. MOO.
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